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NOTES:
+  WEIGHT:
-5 Ibs/ea.
-
+  COMPRESSIVE STRENGTH, MIN P.S.I. (AVG. GROSS AREA) CROMWELL
-AVG. OF 3 UNITS: 2500
-INDIVIDUAL UNITS: 2000 67 M e
() W A S04 (F) (5L R
+  WATER ABSORPTION MAX (LB/FT) PROECT
-AVG OF 3 UNITS: 10%
+  NODIMENSION SHALL VARY MORE THAN 3 PERCENT OVER OR TE

UNDER THE SPECIFIED DIMENSION FOR ANY FORM OF UNIT

. ASTM C-139-05 EXCEPT THAT THE UNITS SHALL CONFORM TO
THE DETAILS SHOWN HEREON AND THAT THEIR THICKNESS
SHALL NOT BE LESS THAN 5"
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DRAWING: CONCRETE BRICK




